
  Crystal volume measurement

T=0.3
# a - length b - width c- height volume (mm3)
1 2.4 2.2 1.2 6.4
2 3.4 3.1 1.9 19.8
3 3.4 2.6 2.3 19.3
4 2.3 2.1 1.6 7.6
5 2.3 2.2 1.1 5.3
6 3.0 2.9 2.1 18.5
7 2.5 2.2 1.4 7.9
8 2.8 2.4 1.3 8.6
9 2.0 2.0 1.6 6.4

10 2.2 2.0 1.5 6.4
average 10.6
stdev 6.0



T=0
# a - length b - width c- height volume (mm3)

1.0 2.2 2.0 1.6 6.9
2.0 2.1 2.0 2.0 8.8
3.0 1.8 1.7 1.4 4.3
4.0 1.0 1.0 0.4 0.4
5.0 2.0 1.5 0.9 2.7
6.0 1.7 1.8 0.9 2.8
7.0 1.4 0.7 0.7 0.7
8.0 1.2 1.0 0.9 1.0
9.0 1.4 1.3 1.0 1.7

10.0 1.4 1.4 1.0 1.9
average 3.1
stdev 2.8


	Sheet1

