
Video 1 corresponds to Figure 8, showing the 3D reconstruction of the formation of a 
subgrain boundary associated to the triple junction, in the final state of deformation.

Video 2 shows the FWHM 3D map in the initial state, reconstructed from sections as 
those shown in Figure 3a.  The video starts from one surface of the crystal to the other. 
Except for the two surface layers the dislocations are clearly visible in the bulk of the 
crystal. The frames  are spaced 50µm apart.


